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Comparison of wear resistance of various steels.

ARDO
B \ear esistance 789 i With HARDOX®450, wear rate is Steel type T Reference
HARDOX® ° " GRS 13% and abrasion resistance is |
Wear Plate 194 w o526t 7.89 times higher. tem 400 450 490 0
% ear resistance J.26 times up Mechanical Strength
,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, Tensile (N/mm?) 1,250 1400  [490~610 |520~720
Al LA .
100%  wear resistance 1.0 times (HB) 400 450 1 4;;;1?;0 1 gg’ir%o
77777777777777777777777777777777777777777777777777777777777777777 Hardness ) 89
High Tensile 915 Wear resistance 1.1 times | RO | 43 6 |vemmn, |demmin,
Strength Steel &1 . . . . Value of impact .
Wear resistance of High Tensile Strength Steel is almost same as $S400. energy -40° (%) 45) 40J 271/0

A measure of tenacity, the higher the number, the more tenacious.

Standard Specifications of Perforated abrasion-resistant steel plate.

Thickness | Hole size | Pitch Pattern Open area| Max. sheet size

4.0t 100 15 | 60°staggered | 40.3% | 914x914

4.0t 150 20 | 60°staggered | 51.0% | 914x1829

6.0t 100 15 | 60°staggered | 40.3% | 914x914

6.0t 150 20 | 60°staggered | 51.0% | 914Xx1829
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Scan here to learn more about
perforated abrasion-resistant
steel plate.

TENSILE STRENGTH TEST

Tested at Kobe Material Testing Laboratory Group

To determine the tensile strength of a perforated metal.
The test piece materials used are (1) HARDOX 450, (2) 55400, and (3) High-tensile 60K steel.
Fig. 1 shows the photo of the test procedure.
Tensile Strength test
(1) Used testing machine is AG-300kNXplus(E2-020) (Manufactured by Shimadzu)
3 Test method (2) Tensile test conditions  (a) Test pieces : 6 pcs. (d) Test piece dimension: 25mm (W), 280mm (L)
(b) Room Temperature : 23 £ 5°C 6t (Material: HARDOX 450) @ 6t (Material: High-tension
(c) Test speed rate : 30%/min @ 6t (Material: S5400) 60k steel)
(3) The test pieces of each material are divided into two types of pitch direction ® and ®.

The test result is summarized on the chart below.

4., Test Result | Fig. 1 Test Procedure Fig. 2 Test pieces after the tensile test. Fig 3 Relationship between tensile force applied and stroke.
Table 1 Tensile strength test result

® Fig. 2 Tensile strength test result Table 1

Test piece dimensionsf ac tual Value) | Maximum
Hole Pattern W|dth force applied

Test pieces after
Test Procedure the tensile strength test.

® Tensile strength test result
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%#S5400 is a material under Japan Industrial Standard material that is corresponding to ISO E275A™D.
High-tensile 60K steel is a material produced by JFE Holdings with a material name: HITEN590 and is corresponding to I1SO 630-173.
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Comparison with SS400 and
\\ high tension 60k steel perforated sheet //

CERTIFIED ABRASION RESISTANT!
CAN IMPROVE

OPERATION RATE @ About 2.9 to 4.2 times higher in tensile strength than SS400
AND PRODUCTION and High-tension 60k Steel.

CAPACITY OF VIBRATING @ About 1.6 to 2.6 times higher in bending strength than SS400
SIEVE MACHINES and High-Tension 60k Steel.

@ Tensile Strength Test and Bending Strength Testare shown below.

*Values depending on material thickness and Pitch direction.

BENDING STRANGE TEST

Tested at Kobe Material Testing Laboratory Group

1.Goal To determine the bending strength of a perforated metal.

The test piece materials used are (1) HARDOX 450, (2) 55400, and (3) High-tensile 60K steel.
Fig. 1 shows a photo before the bending test. Fig. 2 shows a photo after the bending test.
Bending Strenth Test
(1) Testing machine used: AG-300kNXplus(E2-020) (Manufactured by Shimadzu)
3.Test method| (2) Bending test conditions (a) Test pieces : 3 pcs. (d) Test piece dimension: 40mm (W), 140mm (L)
(b) Room Temperature: 23 £5°C O 6t (Material: HARDOX 450) 3 6t (Material: High-tension
(c) Test speed rate : Tmm/min @ 6t (Material: SS400) 60k steel)

@ 6t
Test piece after the bending strength test

Bending strength test result Table 1
| Test piece dimensions(actual Value) | actual Value)

Test pk;ece W|dth Test room Maxirrwlgrg force ' ISuppc;sed ;<
number tempe-rature applied(N) aximum Stress (N)
o 40 oo 26711 1842

L
Mgkl |6 | © | 4000 | 604 16332

Test machine number : E2-020 Room Temperature : 20°C

Test speed rate : Tmm/min  Room Temperature : 20°C
Remarks %Supposed Maximum Stress : 3PL/2b’h?(P: Max. force applied L: Length 40 mm, b: width b'= b-10x15
(hole diameter 10, pitch 15), h: thickness)

© Force applied and stroke diagram (3-point bending test)
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3 High-tension 60k steel 6t x®10xP15 Staggered 60°
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